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LCN630

FAR2# Specification

Relative Intensity/a.u.

0 4 LED PHOSPHOR
MATERIALS

PR SIS EX Spectrum

'f»{j'%"'—éﬂﬁy, Material 1113 SHEE S
BRE Density 3.8g/cm’
;1< Peak Wavelength 628+2nm
FIE 1< Domain Wavelength 602+1nm

BAAKR CIE1931

X=0.638+0.002

y=0.362+0.002

D10=5+Tum
FI1Z Particle Size D50=9+1um
D90=15+1um

HIEEE FWHM 87+2nm

Relative Intensity/a.u.

BUASBE Excitation Range

250nm-550nm
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